COLORADO DEPARTMENT OF TRANSPORTATION

JOB SAFETY ANALYSIS

Activity Name: Standard Test Method for Air Content of Hydraulic Cement Mortar

Activity Number: ASTM C185

Activity Description & Purpose: This test method covers the determination of the air content of hydraulic cement mortar.

Date Prepared: 6/26/2009

PPE Required

Typical Equipment

Description Class Code

See associated test procedure

Typical Crew Size:

Typical Material

1. Hard toe boots

Class Code

(Crew sizes may vary due to different Description
nditions throughout the state) Cement
® : Standard Sand
Water

Sequence of Job Tasks Potential Hazards

Safe Job Procedures

1- Mix mortar specimin 1- Hand Injury

2- Determine flow
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